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We employ numerical simulations to show that highly localized, enhanced electromagnetic fields,
also known as “hot spots,” produced by a periodic array of silver nanoantennas can be spatially
translated to the other side of a metal-dielectric composite superlens. The proposed translation of the
hot spots enables surface-enhanced optical spectroscopy without the undesirable contact of
molecules with metal, and thus it broadens and reinforces the potential applications of sensing based
on field-enhanced fluorescence and surface-enhanced Raman scattering. © 2009 American Institute
of Physics. �DOI: 10.1063/1.3176975�

Optical nanoantennas have been of great interest re-
cently due to their potential applications in biosensors, near-
field scanning optical microscopy, quantum optical informa-
tion processing, enhanced Raman scattering, and other
optical processes.1–6 A nanoantenna made of paired metal
nanoparticles can support a highly efficient, localized surface
plasmon resonance and produce a significantly enhanced
and highly confined electromagnetic field,7–9 which is also
known as a “hot spot.”10–14 These hot spots are especially
useful in sensing applications such as surface-enhanced
Raman scattering �SERS�15 and enhanced fluorescence.16–21

However it has been reported that the fluorescence and SERS
enhancement depend on the separation between the fluoro-
phores and the metal nanoparticles, and if the fluorophores
are too close to the nanoparticles, the fluorescence may be
quenched instead of enhanced.22,23 Another problem is that
when in direct contact with metal surfaces, some molecules
experience significant structural �denaturation� and/or func-
tional changes.24–26 A metal-dielectric composite lens offers
a solution to these problems by “imaging” the high local
fields produced by a SERS or fluorescence substrate to the
other side of the composite lens, where bio-molecules or
other analytes are placed. Here we report on simulations in
which we consider the translation of nanoantenna-enhanced
fields through a metal-dielectric near-field superlens.

Research on superlensing has rapidly progressed in a
short few years. A planar slab with simultaneously negative
permittivity and permeability can focus propagating waves
and enhance evanescent waves, thereby acting as a perfect
lens or superlens that does not suffer from the diffraction
limit.27 The operation of a perfect lens requires that �1=
−�2 and �1=−�2, where �1 and �1 are the permittivity and
permeability of the perfect lens and �2 and �2 are those of
the adjacent host material. If the source object is close to the
slab, the electrostatic approximation is valid and the super-
lensing requirement can be relaxed to �1=−�2.27 This condi-
tion can be readily satisfied by metals such as gold and silver
at particular frequencies. Such a thin metal slab is often re-
ferred to as a near-field superlens �NFSL�.27,28 If a resonant
nanoantenna is placed close to the NFSL, the lens can gen-

erate the image of the antenna’s hot spot on the other side of
the lens. NFSLs based on bulk metal can operate only at a
single frequency, determined by the material properties of
the bulk metal and host. For the best plasmonic material,
silver, and with common photoresists as the host, this opera-
tional frequency turns out to be in the near ultraviolet.28 In
contrast, the operational frequency for a metal-dielectric
composite superlens can be varied through the visible and
near-infrared ranges by simply changing the metal filling
factor.29 Therefore, rather than limiting our analysis to bulk
metal lenses, we obtain the NFSL operational condition by
using a metal-dielectric composite.29 In this letter we show
by numerical simulations that a nanoantenna-superlens de-
vice can produce translated hot spots on the “image” side of
the lens with somewhat decreased but still enhanced ampli-
tudes.

The unit cell of our nanoantenna array combined with a
superlens is illustrated in Fig. 1. Each unit cell consists of a
nanoantenna composed of two closely spaced elliptical silver
cylinders and a slab of composite silver-silica NFSL material
below the nanoantenna. Both the nanoantenna and the NFSL
slab are embedded in an infinite region of silicon host mate-
rial. The structural dimensions are as follows: major axis 100
nm, minor axis 50 nm, gap 10 nm, antenna thickness 20 nm,
and superlens thickness 40 nm. The separation between the
antenna and the superlens is 20 nm. Light is normally inci-
dent on the device from the nanoantenna side of the super-
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FIG. 1. �Color online� A unit cell of the nanoantenna array with superlens.
The host material is silicon.
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lens. In our discussions that follow, the superlens interface
closer to the nanoantenna is referred to as the top interface,
while the other side is the bottom interface.

Nanoantenna arrays have been studied experimentally
and numerically in our previous work, where it has been
shown that the arrays can be accurately modeled using the
finite element method �FEM�.30 The silver-silica composite
superlens is modeled with an effective permittivity calcu-
lated using effective medium theory �EMT�.29 For our analy-
sis, the NFSL volume filling factor was set at 0.71 and the
dimensionality was set at 2.29 Because of the relatively large
permittivity of the composite, we used silicon as the adjacent
dielectric host. The use of a dielectric host with a large per-
mittivity also allows one to move the operational wavelength
of the composite NFSL outside the strong absorption band.29

The dielectric constants of the composite and silicon are
shown in Fig. 2. At a wavelength of 1100 nm, where �EMT
=−20.18+0.336i and �Si=12.55+3�10−4i, the requirement
for superlensing operation is roughly satisfied. We note that
the superlensing requirement cannot be completely satisfied
because the composite has a relatively large imaginary part
of dielectric permittivity, which cannot be matched by the
dielectric constant of the host material �Si�. The imaginary
part of the composite’s effective permittivity causes energy
loss in the superlens and reduces the amplitude of translated
fields. Therefore, a small imaginary part is preferred in order
to obtain good results, and at 1100 nm the composite has the
lowest imaginary part of effective permittivity. A commercial
FEM software package �COMSOL Multiphysics� was used for
our numerical simulations. The electric field-intensity en-
hancement �FE� along the center line of the unit cell is plot-
ted in Fig. 3�a�. The superlens material is located between
z=0 nm and z=−40 nm, while the nanoantenna elements
are between z=20 nm and z=40 nm. At the bottom inter-
face, the simulations show clearly that the FE peak occurs at
an incident wavelength of 1100 nm. The FE along the center

line at 1100 nm is plotted separately in Fig. 3�c�. At the
bottom interface, the FE is around 226. The same nanoan-
tenna array without the superlens was also simulated; the FE
in this case is plotted in Fig. 3�b� for comparison. In this
case, the nanoantenna produces a hot spot at a wavelength of
about 1160 nm. However, the hot spot in this case is confined
inside the gap, and the enhanced fields vanish completely
only a few nanometers away from the gap, which is evident
in Fig. 3�d�. Comparing these two cases �with and without
the superlens�, we conclude that the field enhancement at the
bottom interface is indeed the result of the superlensing ef-
fect, which enables the translation of enhanced hot spot
fields from the top surface to the bottom surface. Note that
the presence of the superlens shifts the resonant wavelength
of the nanoantenna from 1160 to 1100 nm.

The electric field intensity enhancement map at the bot-
tom interface of a unit cell is plotted in Fig. 4�a�. The blue
ellipses depict the outline of the nanoantenna pair. We ob-
served that although the magnitude of the translated field
enhancement is not as high as that inside the antenna gap
without the superlens, the volume of the translated hot spot is
much larger than the nanoantenna gap, which is beneficial
for molecular detection techniques such as SERS. We calcu-
lated the enhancement at a distance of 20 nm below the
bottom interface in order to understand the spatial extent of
the translated fields; the results are plotted in Fig. 4�b�. Be-
low the composite NFSL, the evanescent waves decay away
from the superlens interface, and the FE drops to 48 at a
distance 20 nm below the bottom interface �down from a
value of 226 at the superlens bottom interface�. However, the
hot spot region is still present 20 nm from the bottom inter-
face. The field enhancement of the same nanoantenna array
embedded inside silicon without a superlens is plotted in Fig.
4�c� for comparison. In this case, no hot spot was observed at
such a distance from the nanoantenna.

We have shown that by using a thin silver-silica compos-
ite layer as a near-field superlens, we can translate the hot

FIG. 2. �Color online� �a� The effective permittivity of silver-SiO2 compos-
ite calculated by EMT; �b� the permittivity of silicon.

FIG. 3. �Color online� �a� The FE along the center line of a unit cell; �b� the
FE along the center line of a nanoantenna without the superlens; �c� the FE
along the center line at a wavelength of 1100 nm with the superlens; �d� the
FE along the center line at a wavelength of 1160 nm without the superlens.

FIG. 4. �Color online� �a� The electric field intensity enhancement at the
bottom interface and �b� 20 nm below the bottom interface of the superlens.
Panel �c� shows the electric field intensity enhancement at the same distance
as in �b� without the superlens �for comparison�.
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spots generated by silver nanoantenna arrays to the other side
of the superlens and thus move the hot spots away from the
interface with metal. In practice, we expect that the geometry
of the nanoantenna should be designed for the desired opera-
tional wavelength, while the silver volume filling factor of
the silver-silica composite should be tailored to ensure that
the superlens condition is satisfied. To achieve optimal con-
ditions for fluorescence enhancement or Raman scattering
measurements, the distance between the superlens and the
molecules under detection can also be tuned using a thin
dielectric cover layer at the bottom interface of the superlens.
We note that a composite superlens operating in the visible
and near-infrared can be also based on a stack of alternating
metal and dielectric layers.31 The proposed translation of
nanoantenna hot spots to the other side of the superlens en-
ables surface-enhanced optical spectroscopy without the un-
wanted side effects arising from contact between the mol-
ecules under study and the field-enhancing metal constituent.
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